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ALASKAN COPPER WORKS ALASKAN COPPER WORKS
3200 FACILITY 3200 FACILITY
OCTOBER 6. 1993 OCTOBER 28, 19393
M31237 COMPQOSITE M31573 COMPOSITE
l VISUAL REPRESENTATION OF LAB RESULTS I
CHROME COPPER NICKEL ZINC CHRCME COPPER NICKEL ZINC
RESULTS 0.85 0.46 1.8 09 RESULT 1.3 0.57 0.74 058
LIMITS 2.17 3 3.08 261 LIMITS 2.77 3 3.988 261
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